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Commissioned by

GlobTek,Inc.
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Commissioner address

186 Veterans Dr. Northvale, NJ 07647 USA
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Factory GlobTek (Suzhou) Co., Ltd.

TLH5 75N Tl el [X g F% 23 8% 76 5 4
s Building 4,No.76,Jinli i [
Factory address g 4,No.76,Jinling East Road, Suzhou Industrial Park, Jiangsu

215021, P.R. China

B b A4 FR AR RS B AN LS R
Name of samples Rechargeable Li-polymer Battery | Appearance Silver
B S/ BL1200P4054481S1PCAC 12 k.
Type/Mode 3.7vd.c., 1200mAh, 4.44Wh Trade mark
£ KYE IATA SHTH R CfERymBD) - (56 kO

Inspection according to

The newest IATA “Dangerous Goods Regulations”(DGR)56th Edition

T H

1.2m Drop test

Test item

B MU RERZ AR — AL 1.2 KERENR, JF HEA BB R
e w. LBk EMS. TRE. THEMTE K THEDRIM.
BELEL ; : . . . .
Certification Each package is capable of withstanding a 1.2m drop test in any orientation

without damage to cells or batteries contained therein; there is no leakage, no
venting, no disassembly, no rupture and no fire, Without release of contents.
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Description and illustration (3#iid A2 i BH)

packaging.

44 2
BEMHEE gr@&_ﬁ.%% K Approx.0.065 kg
Information for the Res WelphL Dol ptaage
package B Sy B Y 7
SRR RBIEE Approx.0.044kg
Net quantity of batteries per package
15 e T A S
Number of batteries per package P
W& 4K B
A R Name of equipment
cquipmentinthe | 2%
package Type/Mode =
RibR !
Trade mark
#%7E | Remarks:

B i & A A R AR L3R T SR AL/ dR
The manner of inner packaging that can prevent short circuits and accidental operation: Independent
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Rechargeable Li-polymer Battery /7] 78 EHEE K &9t (3.7Vd.c., 1200mAh, 4.44Wh)
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1.2m Drop test

Clause | Requirement Result Verdict
B | bRAEER M 25 R Hl5E

1 1.2m Drop test /1.2 27 i P

1.1 Test method /il /772 g

The package of batteries (or which contains batteries) is dropped from 1.2m, 5 times per package. The
test floor is concrete floor, each package shall be capable of withstanding a 1.2m drop test in any
orientation without damage to cell or batteries contained therein. Without shifting of the contents so as
to allow battery to battery (or cell to cell) contact and without release of contents.
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1.2 Test results showed in table below /il 45 L F & P
Drop position Front Top Side “ Bottom Angle |
B 7o AT TS fum A |
Packaging status PASS PASS PASS t PASS PASS |
AREAERE atk a atk | “tk L }
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