AP rw i
cnaste. A
e

CNAS LO748 230014349552

ARG A EEMI

No332520600081

& N R &

Test Report

e K LAR: = LR ARAE
Outer Package: Five layer corrugated carton
B A A 4 57 F S BL2200F6034501S2PPML 3.7V

2200mAh 8.14Wh

Lithium-ion Battery Pack
Information of Battery : BL2200F6034501S2PPML 3.7V 2200mAh

8.14Wh
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Consignor: Globtek (Suzhou) Co.,Ltd.
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Test Report

PRSIt i BL2200F6034501S2PPML 3.7V 2200mAh 8.14Wh

LR
Information of Battery | Lithium-ion Battery Pack BL2200F6034501S2PPML 3.7V 2200mAh 8.14Wh
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Consignor Globtek (Suzhou) Co.,Ltd.
i lixbat I Tolk e [X 4 B AR B 765
Consignor Add No.76, Jinling East Road, Suzhou Industrial Park, Jiangsu
LAY G N FERFFRH RN ) IR R A B &
Manufacturer of battery | Globtek (Suzhou) Co.,Ltd.
OREERL M TR KA EIEERAR
Manufacturer of Packaging SU ZHOU SHI JIA FA ZHI XIANG YOU XIAN GONG SI
A [H
Ak AR AR BREE (RTEREYEHNEZNS MEHRA) ST/SG/AC.10/1/Rev.23 6.1.5.6

Test Method & Criterion

UNITED NATIONS “Recommendations on the Transport of Dazggerous Goods: Model
Regulations” (ST/SG/AC.10/1/Rev.23 6.1.5.6)
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Test Contents samples

Ah 8.14Wh

FARZR. FLEEZKR R

SFaR Corrugated paper ,Corrugated paper
Outer Package divider
Rk 54
Inner Package Corrugated paper box ~Number of internal samples
®RXLE (kg) 49 & %A+ R <1 (mm) L*W*H
Maximum weight ; Packaging Design Size 365*365*210
A q B HERS 0 2§ o INEERM
Test Item Stacking test Quantity of Samples 3 Packages
-3 %
okt 2025-06-06 ek ainadaied 2025-06-06~2025-06-10
Accepted Date Test Date
Mo ey F & (kg) 66.0 (3K =) M A IR 5 % (Temperature): 23°C;
Theoretical Load ’ (the height of 3m) Ambient Conditions 12 FZ (Humidity): 50%

BRAELZ24 EERKE, SRR RBER. KR, KIEH. AR LS

2
,;,& MRN %lt 1. No breakage, leak, deformation or internal battery damage has been found in the sample
o after a 24-hour-stacking test. | —
L8N, ZERMEL TEREE OCFRERYEH TN e 1&74&3)
BB ST/SG/AC.10/1/Rev.23 6.1.5.6HYHERS i35 . The sample has d the'tést item ” "x
Conclusi UNITED NATIONS “Recommendations on the Transport of _anget?ous Ggods Model
e Regulations” (ST/SG/AC.10/1/Rev.23 6.1.5.6Stacking test). - 1
e Eléﬁ](mate) 2025-06-12
P AR & U AT WsCB R S 5 BT, BRI B R ?I’%’#}f‘ [Tﬂ;éjesﬁraﬁ!r s
R . " only responsible for the received samples, and the proposed goo 1n1’f5rmain0n J/Sjprov' ed by
G the commissioning unit. ( 7 5)
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Shanghai Institute of Chemical Industry Testing Co., Ltd.
Test Report — Photos NO.332520600081
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