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Name ofSample: Lithium—ion Battery Pack BL3000F9031781S1PCNC 3. 7V
3000mAh 11. 1Wh
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Consignor: GlobTek (Suzhou) Co., Ltd.
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+ M A BL300OF9031781S1PCNC 3. 7V 3000mAh 11. 1Wh
e 4 A Chinese
Name of Sample | & 5 Lithium-ion Battery Pack BL3000F9031781S1PCNC 3.7V 3000mAh 11. 1Wh
English
o5 1125080514
Sample No.
EX2 V2 HEREERE (IRMD ERHE A A
Consignor GlobTek (Suzhou) Co., Ltd.
s ¥id BREREERL GRMD R PR A A
Manufacturer GlobTek (Suzhou) Co., Ltd.
o BREHE (T fo% ST MEIEA) ST/SG/AC. 10/1/Rev. 23 3. 3T ¥R E
R 7 & 1885 .

Test method

UNITED NATIONS  “Recommendations on the TRANSPORT OF DANGEROUS GOODS” Model
Regulations ST/SG/AC. 10/1/Rev. 23 3.3 special provisions 188

ke R B RS AL A ) ST/SG/AC, Lo/a/Rey. 23 3. 3% R IE

FIRATA T 1884,
Criterion UN,-ITED NATIONS “Recommendauons on the TRANSPORT OF DANGEROUS GOODS” Model
Re*gulatwns STfSG/AC 10/1/Rev. 23 3 3 special provisions 188
S
HSsh L . %ﬂﬁ%m}?f&%’ﬁ (320mmxz70mm><17:>mm) PR 24N i
Appearance Rectangle cm‘rugatad carton (320mmX 270mm X 175mm) , containing 72 lithium batteries.
H g 8 9025-08-19 HiAIE B H 2025-08-21 ~ 2025-08-21
Accepted Date Test Date
L. 2k %
AR A 1.2m Drop test
Test Items
W LA AT R L. ngh ik XTI
The tested packago is capable of withstanding a 1.2 m drop te ')‘—r{\ 7A ;f \ |+ i =]
AR LE UEIRURN QIR
(19)
Conclusion
A AW (Date):  2025-08-21
res AL TLARACKHE. Mui4S. Inner package:corrugated paper. plastic bag.
‘ AREMEE (kg): 4.9 FthFE (ke): 3.5
Comment
E- 3R MR R / ol B 4R AL
/
i /
i Post Code
3 7 A % %4
e ) M " B
Approver: Checker: Compiler:
RE

Title:

B REVE 4 ER K (Head of New Energy Safety Department)
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)l A l‘\‘ X :-\‘ I 3 2 .
E"’J— Name of Test | Standard requirement or The )
No e Clause Numberof Standard Test Result Conclusion |Remark
AR . B AR
2, TS M 1 A
3, LA BV -
The package is not
Tii | cracked. No damage to
=l battery contained, No
J& shifting of the contents
+n | to battery contact, No
" releasing of contents.
BEE TRy
PN G
A ) ST/SG/AC. 10/1/Rev. 23 e e e P /
|3 3% A HE 188 P %?ﬁ%@ﬁ%ﬁmmﬁ Passed
nited Nations . B0, LA B .
1. 2% “Recommendations on the The package is not 3
BRVE AR rtranspart of dangerous i cracked. No damage to
1 1.2m soodi Model %1 |battery eontained, No
Drop Test = [ 2884 ations <M -fshifting of the contents
P JSG/AC. 10/1/Rev. 23 3.3 [ [0 batkemy contackiNo
special provisions 188 releasing of contents.
AT, B
1, G- 8 AR A RS
3}, To A Bt -
ol The package is not
(73 cracked. No damage to
battery contained, No
ffi | shifting of the contents
to battery contact, No
releasing of contents.
AR A AA " \
Test Environment PRETILE : 20°C s FRBEIRSE - /%
Condition Ambient temperature:20°C, Ambient humidity:/%
ST )
PN l‘§‘ Test Item
47 ::L‘Zl"]' ;}L é S
Subcontracted Test AR o ;jza :f; / Postrséﬁc; ~
Condition Subcontracted -
Laboratory ik / Wi /
Address Tel
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-May explode if disposed of in fire. CE
‘Use specified charger only. ; @ K

-Do not short circuit.
- MADE IN CHINA
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